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Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :

American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUVBER: HKGHO0840105
APPLI| CANT: LI STER ENTERPRI SES (HK) LI M TED DATE: Apr 03, 2009

7/ F, WAYSON COW BLDG ,
CONNAUGHT RD WEST,
SHEUNG WAN

ATTN:  ZI TA PANG

SAMPLE DESCRI PTI ON:
TH RTEEN (13) SUBM TTED SAMPLES SAI D TO BE BLACK CUP ( ABS).
COUNTRY OF ORIG@ N : CH NA
APPL| CANT' S REFERENCE : ABS
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TESTS CONDUCTED:
AS REQUESTED BY THE APPLI CANT, FOR DETAI LS REFER TO ATTACHED PACE(S)
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CONCLUSI ON:
TESTED SAMPLE STANDARD RESULT
TESTED COMPONENT OF US 21 CFR F. D.A. REGULATI ON PART 180. 22 PASS
SUBM TTED SAMPLES ON FI NI SHED FOCD CONTACT ARTI CLE | NTENDED

FOR REPEATED USE WHEN USI NG DI STI LLED
WATER, 3% ACETI C ACI D AND N- HEPTANE AS FOCD
SI MULATI NG SOLVENT
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FOR AND ON BEHALF OF :
| NTERTEK TESTI NG SERVI CES HK LTD.

KAREN S. C. NG
GENERAL MANAGER
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TESTS CONDUCTED

1 Bl SPHENOL- A CONTENT

BY SOLVENT EXTRACTI ON AND FOLLOMED BY HI GH PERFORVANCE LI QUI D CHROMATOGRAPHI C
(HPLC) ANALYSI S.

RESULT : LESS THAN 1 ppm
REMARK : ppm = PARTS PER M LLI ON = ng/ kg
TESTED COVPONENT : BLACK PLASTI C.

DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERIGD : MAR 25, 2009 TO APR 01, 2009

2 TEST FOR F. D. A. REGULATI ON ON ACRYLON TRI LE COPCOLYMERS

AS PER THE U. S. 21 CFR FOCD AND DRUG ADM NI STRATI ON PART 180. 22.

SOLVENT ACRYLON TRI LE MONOMER LIMT (MAX)
(mg/1n%) (mo/i n?)

DI STI LLED WATER <0. 0003 0. 003

3% ACETI C ACI D <0. 0003 0. 003

N- HEPTANE <0. 0003 0. 003

REMARK : < = LESS THAN

TESTED COVPONENT : BLACK PLASTI C.

DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERI GD : MAR 25, 2009 TO APR 02, 2009
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3 LEACHABLE LEAD & CADM UM - CALI FORNI A

EXAM NATI ON OF MARKI NG ON TABLEWARE

EACH SPEC MEN OF THE SUBM TTED SAMPLE WAS EXAM NED FCR THE MARKI NG CF THE NAME
OF MANUFACTURER/ | MPORTER

REQUI REMENT : ALL SPECI MENS OF THE SAMPLES SHOULD BE PERVANENTLY AND | NDELI BLY
MARKED WTH THE NAME OF MANUFACTURER/ | MPORTER | F THE SAMPLES
CONTAI N LEAD OR CADM UM

RESULT : ALL SPECIMENS OF THE SUBM TTED SAMPLES WAS/ WERE MARKED NOT MARKED
WTH THE NAME OF MANUFACTURER/ | MPCRTER

LEACHABLE LEAD AND CADM UM CONTENT - | NTERNAL SURFACE

AS PER U S. FDA CPG 7117.06(1995), 7117.07(1995) AND AA.OQ A C. OFFIG AL METHODS
OF ANALYSIS 17™ EDITION (2000) METHOD 973.32 BY ATOMC ABSORPTION
SPECTROPHOTOMETRI C ANALYSI S.

TESTED | NTERNAL VOLUME CF LEACH NG

SPECI MEN “DEPTH SCLUTTON LEAD CADM UM

(i) (ppm) (ppm

(1) 125 410 <0. 05 <0. 03

(2) 124 400 <0. 05 <0. 03

(3) 126 420 <0. 05 <0. 03

(4) 124 410 <0. 05 <0. 03

(5) 124 400 <0. 05 <0. 03

(6) 125 410 <0. 05 <0. 03

LIMT (FDA — SMALL HOLLOMMRE) : 2.0 0.5
LIMT (CALIFORNIA — SMALL HOLLOMARE) :  0.100 0.189

PARTS PER M LLION = ng/L

REMARK @ ppm
< LESS THAN

THE ABOVE CALIFORNTA LIM TS WERE QUOTED FROM THE CONSENT JUDGEMENT NO. 938430
SETTLED BY SUPERI OR COURT OF THE STATE OF CALI FORNIA FOR THE CITY AND COUNTY
OF SAN FRANCI SCO, FOR PEWER/ ENAMELLED WARE/ CERAM CWARE - FOOD AND BEVERAGE
USE PRODUCTS (I NTERNAL) BASED ON THE CALIFORNIA PROPOSITION 65 AND U.S. FDA
COWVPLI ANCY PCLICY GUI DE PART 7117.06(1995) AND 7117.07 (1995) ON CERAM C WARE.

DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERI GD : MAR 25, 2009 TO MAR 30, 2009
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END OF REPORT
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