
 

 

Hong Kong Government Recognized Service Supplier 
Approved Laboratory of The Woolmark Company 
Members of : 
American National Standards Institute  Hong Kong Association for Testing, Inspection and Certification Limited 
American Society for Testing and Materials Hong Kong Toys Council 
British Standards Institute 

 

  

TEST REPORT NUMBER: HKGH00840388 
 

FOR AND ON BEHALF OF : 
INTERTEK TESTING SERVICES HK LTD. 
 

 
KAREN S.C. NG 
GENERAL MANAGER 
 
 

*HJ00840388* 
PAGE 1 OF 3 

Intertek Testing Services Hong Kong Ltd. 
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong. 

Tel: (852) 2173 8888   Fax: (852) 2786 1903   Website: www.intertek.com 
 

 
APPLICANT: LISTER ENTERPRISES (HK) LIMITED DATE:  Apr 03, 2009 
 7/F, WAYSON COMM. BLDG., 

CONNAUGHT RD WEST, 
SHEUNG WAN 
HK 

 

 ATTN: ZITA PANG 
  

 

 
SAMPLE DESCRIPTION:  

THIRTEEN (13) PIECES OF SUBMITTED SAMPLE SAID TO BE : 
ITEM NAME : GREY BOTTLE. 
COUNTRY OF ORIGIN : CHINA.  
APPLICANT'S REF : GREY PAINTING.  

 ************************************************************************************ 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
 ************************************************************************************ 
 
CONCLUSION: 

TESTED SAMPLE  STANDARD  RESULT 
TESTED COMPONENT OF 
SUBMITTED SAMPLES   

 U.S. 21 CFR F.D.A. REGULATION PART 175.300 
CLAUSE C4 ON COATING INTENDED FOR REPEATED 
USE AND EMPLOYED AS A COMPONENT OF A NON 
CONTAINER  

 SEE REMARK # 
ON PAGE 2 

 ************************************************************************************* 
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1 TEST FOR F.D.A. REGULATION ON RESINOUS AND POLYMERIC COATING 
 
  AS PER THE U.S. 21 CFR FOOD AND DRUG ADMINISTRATION PART 175.300, CLAUSE C4. 
 
  I. CONDITION OF USE 
  

ROOM TEMPERATURE FILLED AND STORED 
 
  II. TEST ITEM 
 

  RESULT FIXED LIMIT  
 CHLOROFORM SOLUBLE EXTRACTIVE 

IN WATER, mg/in2 
<2 18  

 
  REMARK : <  = LESS THAN 
     # = THE TESTING SCOPE OF STANDARD - U.S. 21 CFR F.D.A. REGULATION 

PART 175.300, WAS NOT APPLICABLE TO THE TESTED COMPONENT. 
HOWEVER, THE RESULT DID NOT EXCEED THE LIMIT OF THE STANDARD. 

  
       TESTED COMPONENT : EXTERNAL COATING OF GREY BOTTLE. 
 
  DATE SAMPLE RECEIVED : MAR 25, 2009 
  TESTING PERIOD : MAR 25, 2009 TO APR 01, 2009 

************************************************************************************ 
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2 LEACHABLE LEAD & CADMIUM - CALIFORNIA 
   
  LEACHABLE LEAD AND CADMIUM CONTENT  
 
  AS PER U.S. FDA CPG 7117.06(1995), 7117.07(1995) AND A.O.A.C. OFFICIAL METHODS 

OF ANALYSIS 17TH EDITION (2000) METHOD 973.32 BY ATOMIC ABSORPTION 
SPECTROPHOTOMETRIC ANALYSIS. 
  

TESTED  
SPECIMEN 

 VOLUME OF LEACHING 
SOLUTION 

 
LEAD 

 
CADMIUM 

  (mL) (ppm) (ppm) 
(1)  140 <0.05 <0.03 
(2)  140 <0.05 <0.03 
(3)  140 <0.05 <0.03 
(4)  140 <0.05 <0.03 
(5)  140 <0.05 <0.03 
(6)  140 <0.05 <0.03 

AVERAGE : <0.05 <0.03 
LIMIT (FDA – FLATWARE) : 3.0 0.5 

LIMIT (CALIFORNIA – FLATWARE) : 0.226 1.853 
 
  REMARK :  ppm = PARTS PER MILLION = mg/L 
      < = LESS THAN 
   

 THE ABOVE CALIFORNIA LIMITS WERE QUOTED FROM THE CONSENT JUDGEMENT 
NO. 938430 SETTLED BY SUPERIOR COURT OF THE STATE OF CALIFORNIA FOR 
THE CITY AND COUNTY OF SAN FRANCISCO, FOR PEWTER/ENAMELLED 
WARE/CERAMICWARE - FOOD AND BEVERAGE USE PRODUCTS (INTERNAL) BASED 
ON THE CALIFORNIA PROPOSITION 65 AND U.S. FDA COMPLIANCY POLICY 
GUIDE PART 7117.06(1995) AND 7117.07 (1995) ON CERAMIC WARE. 
 

        DATE SAMPLE RECEIVED : MAR 25, 2009 
  TESTING PERIOD : MAR 25, 2009 MAR 30, 2009 

************************************************************************************
END OF REPORT

 
  


