Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :

American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUVBER: HKGHO0840159
APPLI| CANT: LI STER ENTERPRI SES (HK) LI M TED DATE: Apr 03, 2009

7/ F, WAYSON COW BLDG ,
CONNAUGHT RD WEST,
SHEUNG WAN

ATTN:  ZI TA PANG

SAVMPLE DESCRI PTI ON:
TWD (2) PIECES OF SUBM TTED SAMPLE SAID TO BE GREY BOTTLE (PP).
COUNTRY OF ORIG@ N : CH NA
APPLI CANT' S REFERENCE : PP.
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TESTS CONDUCTED:
AS REQUESTED BY THE APPLI CANT, FOR DETAI LS REFER TO ATTACHED PACE(S)
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CONCLUSI ON:
TESTED SANVPLES STANDARD RESULT
SUBM TTED SAMPLES U S. CONSUMER PRODUCT SAFETY | MPROVEMENT PASS
ACT 2008 (H R 4040) TITLE I, SECTION 101
FOR TOTAL LEAD CONTENT I N NON- SURFACE
COATI NG MATERI ALS ( SUBSTRATE)
TESTED COVPONENT OF U S. CONSUMER PRODUCT SAFETY | MPROVENMENT PASS
SUBM TTED SAMPLES ACT 2008 (H R 4040) TITLE I, SECTION 108

REQUI REMENT ON PHTHALATE
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FOR AND ON BEHALF OF :
| NTERTEK TESTI NG SERVI CES HK LTD.

KAREN S. C. NG
GENERAL MANAGER
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TESTS CONDUCTED

1 CPSI A H. R 4040 NORMAL AND REASONABLY FORESEEABLE USE AND ABUSE

W TH REFERENCE TO 16 CFR PART 1500. 50.

ASSESSMENT : THERE 1S NO | NTERNAL COVPONENT | N THE SUBM TTED SAMPLE.
DATE SAMPLE RECEI VED : MAR 25, 2009

TESTI NG PERIGD : MAR 25, 2009 TO MAR 28, 2009

2 TOTAL LEAD (Pb) CONTENT I N NON- SURFACE COATI NG MATERI ALS ( SUBSTRATE)

AS PER U. S. CONSUMER PRODUCT SAFETY | MPROVEMENT ACT 2008 (H R 4040), TITLE I,
SECTI ON 101 FOR CHI LDREN S PRCDUCTS CONTAI NI NG LEAD, ACI D DI GESTI ON METHCD WAS
USED AND TOTAL LEAD CONTENT WAS DETERM NED BY | NDUCTI VELY COUPLED ARGON PLASNVA
SPECTROVETRY.

RESULT : 10 ppm

REQUI REMVENT:
THE TOTAL LEAD CONTENT SHALL NOT EXCEED 600 ppm AS REQUI RED BY THE CONSUMER
PRODUCT SAFETY | MPROVEMENT ACT OF 2008 (CPSI A).

AS OF AUGUST 14, 2009, THE LIMT FOR TOTAL LEAD CONTENT WLL BE LOWERED TO 300

ppm

AS OF AUGUST 14, 2011, THE LIMT FOR TOTAL LEAD CONTENT WLL BE LOAERED TO 100
ppm UNLESS THE CPSC DETERM NES THAT A LIMT OF 100 ppm | S NOT TECHNOLOGQ CALLY
FEASI BLE FOR A PRODUCT OR PRODUCT CATEGORY.

REMARK : ppm = PARTS PER M LLI ON

DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERIGD : MAR 25, 2009 TO MAR 28, 2009

hkhkhkkhkhkhhhhhhkhhhkhhhkhhhhhhhhdhhhdhhhdhhhdhhhdhdhdhdhdhdhdhdhdhhdhhhdhhhdhhhdhhhdhddhdddddddddddddxdxdxx

O 0 A
PAGE 2 OF 3

Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :

American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HKGHO0840159
TESTS CONDUCTED
3 PHTHALATE CONTENT TEST

WTH REFERENCE TO ASTM D3421, BY GAS CHROVATCGRAPH C- MASS SPECTROMETRI C ( GC- MB)
ANALYSI S.

RESULT (% w w) LIMT (% ww
(VAX.)
DI BUTYL PHTHALATE ( DBP) <0. 01 0.1
DI ETHYL HEXYL PHTHALATE ( DEHP) <0. 01 0.1
BENZYL BUTYL PHTHALATE ( BBP) <0. 01 0.1
RESULT (% w w) LIMT (% ww
(VAX.)
DI - | SO NONYL PHTHALATE ( DI NP) <0. 01 0.1
Dl - N- OCTYL PHTHALATE ( DNOP) <0. 01 0.1
Dl - | SO- DECYL PHTHALATE (DI DP) <0. 01 0.1

REMARK : THE ABOVE LIMT WAS QUOTED ACCORDI NG TO US CONSUMER PRODUCT SAFETY
| VPROVEMENT ACT 2008 (H R 4040) FOR PROH BITION ON SALE OF CERTAIN
PRODUCTS CONTAI NI NG SPECI FI ED PHTHALATES.

DETECTION LIMT = 0.01% (w w)
< = LESS THAN

TESTED COVPONENT : GREY PLASTIC
DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERIGD : MAR 25, 2009 TO APR 02, 2009

PHTHALATE CONTENT TEST

WTH REFERENCE TO ASTM D3421-75, BY GAS CHROVATOGRAPH C- MASS SPECTROMETRI C ( GG
MB) ANALYSI S.

LIMT (% (Ww)
(VAX))

RESULT (% (W w))
DI BUTYL PHTHALATE ( DBP) 0. 01

DI ETHYL HEXYL PHTHALATE ( DEHP) <0. 01 0.1
BENZYL BUTYL PHTHALATE (BBP) <0. 01 0.1
Dl - (1 SO DECYL) PHTHALATE (Di DP) <0. 01 0.1
Dl - N- HEYXL PHTHALATE ( DNHP) <0. 01 0.

THE ABOVE LIMT WAS QUOTED FROM THE CONSENT JUDGEMENT NO B@)7350969 SETTLED
BY SUPERI OR COURT OF THE STATE OF CALIFORNIA FOR THE COUNTY COF ALAMEDA, FOR
TOYS AND CHI LD CARE ARTI CLES BASED ON THE CALI FORNI A PROPCSI TI ON 65.

REMARK

DETECTION LIMT = 0.01% (w w)

< = LESS THAN

TESTED COVPONENT : GREY PLASTIC

DATE SAMPLE RECEI VED : MAR 25, 2009
TESTI NG PERIGD : MAR 25, 2009 TO APR 02, 2009
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END OF REPORT
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