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SAMPLE DESCRIPTION:  

THIRTEEN (13) SUBMITTED SAMPLES SAID TO BE TRANSPARENT BOTTLE (SAN). 
COUNTRY OF ORIGIN : CHINA. 
APPLICANT’S REFERENCE : SAN. 

 ************************************************************************************ 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
 ************************************************************************************ 
 
CONCLUSION: 

TESTED SAMPLE  STANDARD  RESULT 
TESTED COMPONENT OF 
SUBMITTED SAMPLES 

 U.S. 21 CFR F.D.A. REGULATION PART 180.22 
ON FINISHED FOOD CONTACT ARTICLE INTENDED 
FOR REPEATED USE WHEN USING DISTILLED 
WATER, 3% ACETIC ACID AND N-HEPTANE AS FOOD 
SIMULATING SOLVENT 

 PASS 

 ************************************************************************************* 
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1 BISPHENOL-A CONTENT 
 
  BY SOLVENT EXTRACTION AND FOLLOWED BY HIGH PERFORMANCE LIQUID CHROMATOGRAPHIC 

(HPLC) ANALYSIS. 
   
  RESULT : LESS THAN 1 ppm 
 
  REMARK : ppm = PARTS PER MILLION = mg/kg 
 
  TESTED COMPONENT : TRANSPARENT PLASTIC. 
 
  DATE SAMPLE RECEIVED : MAR 25, 2009 
  TESTING PERIOD : MAR 25, 2009 TO APR 01, 2009 
 

2 TEST FOR F.D.A. REGULATION ON ACRYLONITRILE COPOLYMERS 
 
  AS PER THE U.S. 21 CFR FOOD AND DRUG ADMINISTRATION PART 180.22. 
 

SOLVENT ACRYLONITRILE MONOMER 
(mg/in2) 

LIMIT (MAX) 
(mg/in2) 

DISTILLED WATER  <0.0003  0.003 
3% ACETIC ACID  <0.0003  0.003 
N-HEPTANE  <0.0003  0.003 

 
  REMARK : < = LESS THAN 
 
  TESTED COMPONENT : TRANSPARENT PLASTIC. 
 
  DATE SAMPLE RECEIVED : MAR 25, 2009 
  TESTING PERIOD : MAR 25, 2009 TO APR 02, 2009 

************************************************************************************ 
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3 LEACHABLE LEAD & CADMIUM - CALIFORNIA 
 
  EXAMINATION OF MARKING ON TABLEWARE 
 
  EACH SPECIMEN OF THE SUBMITTED SAMPLE WAS EXAMINED FOR THE MARKING OF THE NAME 

OF MANUFACTURER/IMPORTER. 
 
  REQUIREMENT : ALL SPECIMENS OF THE SAMPLES SHOULD BE PERMANENTLY AND INDELIBLY 

MARKED WITH THE NAME OF MANUFACTURER/IMPORTER IF THE SAMPLES 
CONTAIN LEAD OR CADMIUM. 

 
  RESULT :  ALL SPECIMENS OF THE SUBMITTED SAMPLE WAS NOT MARKED WITH THE NAME OF 

MANUFACTURER/IMPORTER. 
 
  LEACHABLE LEAD AND CADMIUM CONTENT - INTERNAL SURFACE 
 
  AS PER U.S. FDA CPG 7117.06(1995), 7117.07(1995) AND A.O.A.C. OFFICIAL METHODS 

OF ANALYSIS 17TH EDITION (2000) METHOD 973.32 BY ATOMIC ABSORPTION 
SPECTROPHOTOMETRIC ANALYSIS. 
  

TESTED  
SPECIMEN 

INTERNAL 
DEPTH 

VOLUME OF LEACHING 
SOLUTION 

 
LEAD 

 
CADMIUM 

 (mm) (mL) (ppm) (ppm) 
(1) 181 400 <0.05 <0.03 
(2) 180 400 <0.05 <0.03 
(3) 180 400 <0.05 <0.03 
(4) 181 400 <0.05 <0.03 
(5) 180 400 <0.05 <0.03 
(6) 181 400 <0.05 <0.03 

LIMIT (FDA – SMALL HOLLOWWARE) : 2.0 0.5 
LIMIT (CALIFORNIA – SMALL HOLLOWWARE) : 0.100 0.189 

 
  REMARK : ppm = PARTS PER MILLION = mg/L 
     < = LESS THAN 
   

   THE ABOVE CALIFORNIA LIMITS WERE QUOTED FROM THE CONSENT JUDGEMENT 
NO. 938430 SETTLED BY SUPERIOR COURT OF THE STATE OF CALIFORNIA FOR 
THE CITY AND COUNTY OF SAN FRANCISCO, FOR PEWTER/ENAMELLED 
WARE/CERAMICWARE - FOOD AND BEVERAGE USE PRODUCTS (INTERNAL) BASED ON 
THE CALIFORNIA PROPOSITION 65 AND U.S. FDA COMPLIANCY POLICY GUIDE 
PART 7117.06(1995) AND 7117.07 (1995) ON CERAMIC WARE. 

 
        DATE SAMPLE RECEIVED : MAR 25, 2009 
  TESTING PERIOD : MAR 25, 2009 TO MAR 30, 2009 

************************************************************************************ 
END OF REPORT 

  


