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Intertek Testing Services Hong Kong Ltd. 
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong. 

Tel: (852) 2173 8888   Fax: (852) 2786 1903   Website: www.intertek.com 
 

 
APPLICANT: LISTER ENTERPRISES (HK) LIMITED DATE:  Apr 03, 2009 
 7/F, WAYSON COMM. BLDG, 

CONNAUGHT RD WEST, 
SHEUNG WAN HK 

 

 ATTN: ZITA PANG 
  

 

 
SAMPLE DESCRIPTION:  

THIRTEEN (13) PIECES OF SUBMITTED SAMPLE SAID TO BE : 
ITEM NAME : SILVER COLOR MUG. 
COUNTRY OF ORIGIN : CHINA. 
APPLICANT'S REF : S/S. 

 ************************************************************************************ 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
 ************************************************************************************* 
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1 LEACHABLE LEAD CONTENT (FOR ADULT/CHILDREN USE) - INTERNAL  
SURFACE 

 
  AS PER U.S. FDA CPG 7117.05(1995) AND A.O.A.C. OFFICIAL METHODS OF ANALYSIS, 14th 

EDITION (1984) METHOD 25.024-25.027 BY ATOMIC ABSORPTION SPECTROPHOTOMETRIC 
ANALYSIS. 

 
TESTED  
SPECIMEN 

VOLUME OF LEACHING 
SOLUTION 

 
LEAD 

 (mL) (ppm) 
(1) 500 <0.05 
(2) 490 <0.05 
(3) 510 <0.05 
(4) 510 <0.05 
(5) 490 <0.05 
(6) 520 <0.05 
 AVERAGE : <0.05 
 LIMIT : 7/0.5 

 
  REMARK : ppm = PARTS PER MILLION = mg/L 
    <   = LESS THAN 
 

THE ABOVE LIMIT WAS QUOTED ACCORDING TO U.S. F.D.A COMPLIANCE POLICY 
GUIDES 7117.05(1995) FOR LEACHABLE LEAD FOR SILVER PLATED HOLLOWWARE 
INTENDED FOR ADULT/INFANT AND CHILDREN USE. 

 
  DATE SAMPLE RECEIVED : MAR 26, 2009 
  TESTING PERIOD : MAR 26, 2009 TO APR 01, 2009 

************************************************************************************ 
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2 LEACHABLE LEAD & CADMIUM - CALIFORNIA 
 

EXAMINATION OF MARKING ON TABLEWARE 
 
  EACH SPECIMEN OF THE SUBMITTED SAMPLE WAS EXAMINED FOR THE MARKING OF THE NAME 

OF MANUFACTURER/IMPORTER. 
 
  REQUIREMENT : ALL SPECIMENS OF THE SAMPLES SHOULD BE PERMANENTLY AND INDELIBLY 

MARKED WITH THE NAME OF MANUFACTURER/IMPORTER IF THE SAMPLES 
CONTAIN LEAD OR CADMIUM. 

 
  RESULT :  ALL SPECIMENS OF THE SUBMITTED SAMPLE WAS NOT MARKED WITH THE NAME OF 

MANUFACTURER/IMPORTER. 
 
  LEACHABLE LEAD AND CADMIUM CONTENT - INTERNAL SURFACE 
 
  AS PER U.S. FDA CPG 7117.06(1995), 7117.07(1995) AND A.O.A.C. OFFICIAL METHODS 

OF ANALYSIS 17TH EDITION (2000) METHOD 973.32 BY ATOMIC ABSORPTION 
SPECTROPHOTOMETRIC ANALYSIS. 
  

TESTED  
SPECIMEN 

INTERNAL 
DEPTH 

VOLUME OF LEACHING 
SOLUTION 

 
LEAD 

 
CADMIUM 

 (mm) (mL) (ppm) (ppm) 
(1) 155 500 <0.05 <0.03 
(2) 154 490 <0.05 <0.03 
(3) 155 510 <0.05 <0.03 
(4) 155 510 <0.05 <0.03 
(5) 154 490 <0.05 <0.03 
(6) 156 520 <0.05 <0.03 

LIMIT (FDA – CUPS & MUGS) : 0.5 0.5 
LIMIT (CALIFORNIA – SMALL HOLLOWWARE) : 0.100 0.189 

 
  REMARK : ppm = PARTS PER MILLION = mg/L 
     <   = LESS THAN 
   
  THE ABOVE CALIFORNIA LIMITS WERE QUOTED FROM THE CONSENT JUDGEMENT NO. 938430 

SETTLED BY SUPERIOR COURT OF THE STATE OF CALIFORNIA FOR THE CITY AND COUNTY 
OF SAN FRANCISCO, FOR PEWTER/ENAMELLED WARE/CERAMICWARE - FOOD AND BEVERAGE 
USE PRODUCTS (INTERNAL) BASED ON THE CALIFORNIA PROPOSITION 65 AND U.S. FDA 
COMPLIANCY POLICY GUIDE PART 7117.06(1995) AND 7117.07 (1995) ON CERAMIC WARE. 

 
        DATE SAMPLE RECEIVED : MAR 26, 2009 
  TESTING PERIOD : MAR 26, 2009 TO APR 01, 2009 

************************************************************************************ 
END OF REPORT 

 
 

  


